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Report ID:

SHO080828-066

Client Date 2008.08.28 Finished Date 2008.09.04
NICKEL METAL
HYDRIDE Ni-MH
Sample Name B ATTER;"I Sample Numbers I
AAA
Sample State Solid Sample Package Intact
Temperature ive idi
[1 ¢ 25 Rclau\nr. Humidity 60
(<) (%RH)

Test Items and Request

Pb. Cd. Hg

According as

2006/66/EC Batteries Instruction

1. SHSBOOT IRIS Intrepid I1 XSP , Thermo Jarrell Ash Co. (USA)

Apparatus
2. SHSB002 AAS, SOLAAR-M6,Thermo Jarrell Ash Co. (USA)
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Test Results

tID A , o -
]} eport I Analysis [tems Limit MDL Test Results Conclusion
Sample Name
3 Pb — 0.0001 % N.D. Meet the
NSISE?TOIS?\?E(%‘G:  FU I L o (STTESSEELERTRRESRRS requirements of
YDRIDE N 2006/66/E
HYDRIDE Ni-MH cd 0.002% | 0.0001 % N.D (:3” aEe
BATTERY | : al{enf.s
AAA nstruction

Note: mg/kg=ppm
MDL=Method Detection Limit
N.D.=Not Detected ¢ <MDL )

End of Report
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